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TAIN PORTIONS ARE ILLEGIBLE, IT IS BEING RE-

LEASED IN THE INTEREST OF MAKING AVAILABLE

AS MUCH INFORMATION AS POSSIBLE.



. Abstract.

A new expression for the emitter efficiency

is derived taking the degeneracy of the emitter into

account. It is found that, even if there is no

recombination of minority carriers in the emitter,

degeneracy reduces the emitter efficiency.

In addition this first order theory explains

experimental results on temperature dependence of

current gain and predicts an optimum emitter design

for a fixed type of emitter profile.
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The emitter efficiency is defined as:

where J is the electron current injected into the

base and J is the hole current injected into the

emitter. In a modern transistor the emitter efficiency

is the major limitation on the current gain . If

is the current gain of a transistor where emitter

efficiency is the only limitation to the current

gain, it can be written as: 

Jnb-_ . . . _ _ _ ~- C2)
pe

The emitter sfficiency for a diffused tran-

sistor was first calculated by Tannenbaum and Thomas

In their treatment they neglected recombination in the

emitter and their calculation resulted in values for

(3r. of almost one or two orders oft magnitude larger

than measured. Kennedy and onturley took recombination

in the emitter into account but still predicted higher

. .~~~~~~~~~~
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values than measured. In order to explain this

discrepancy ¥7 hittier and Downing postulated that

the phosphorus atoms act as very low lifetime

recombination centers at concentrations higher than

19 -3
10 -c thus considerably increasing Jpe'

Pe

On the other hand, iauffman and Bergh 

and Buhanan found that the decrease in the forbidden

energy gap, due to degeneration and Coulomb interaction

of the free carriers in the emitter can explain the

temperature dependence of current gain.

This decrease in energy gap was indeed

measured by Vol'fson and Subashiev by- absorption

experiments. They found that the decrease in bandgap

energy E for n-type silicon can be described by:

....- - ./, (eV) (3)
g D d

--
where o = 3.4 .10 emVcm

19 -3
N
d

= 1.35.10 cm

are derived from their experimental data and

Nt is the concentration of the donor dopant.

This formula is in qualitative agreement

[7J
with the Bonch-Bruevich theory of Coulomb inter-
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action of free carriers in degenerate semiconductors.

Based on these results Buhanan presented

a simple emitter model whereby the uniformly doped

but degenerate emitter changes abruptly into a

uniformly doped, non-degenerate base so that at the

edges of the depletion layer:

Pne nieNA NA Eg/kT
= : , e (4)

-pb ib ED

where nie and nib are the intrinsic concentrations

in the emitter and base respectively. NA and N D are

the doping levels of base and emitter respectively.

As a result:

DnbLpeND -bEg/!T
= e (5)

DpeWb:iA

D and D are the electron and hole diffusivities
--nb Pe

in the base and emitter, Lpe is the diffusion length

in the emitter and wb is the base width.

Although this model predicts a low-er gain

and a. strong temperature dependence due to the band-

gap decrease, it has some major shortconings in that

it does not take the diffused nature of the device
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into account. For most' diffused devices the emitter

base junction is not degenerate so that (4) does

not hoi.d. According to (3) the decreaso in bandgap

energy starts only at -l ),l..109c so thatD JW

this effect only takes place in the highly doped part

of the emitter.

In this letter a nev expression for y

will be derived tahing degeneracy into account. Fig. 1(a)

represents tVe donorprofil ' N(X) in an n
+

e mi tter.

The emitter-base junction depletion layer boundary

is located at = O0 ard - =- x represents the enitter
e

COntact .

Bandgap decrease sets in at ; = x as shown
d

in Fig. l(b). If the density of states is not stronrgly

affected by the boa-d taciling effect vie can write:

n (x) = tCN ep (-
i cv

Ego - 6E A(x 2 C 2
- ) == 12 exp(2 ) > n2io io

kTl kT

According to (0) and assur.:inr, complete ionization of

the donor iuntritie ', the eqtuilibrium hole density

is giver by:

mh ere

(7)

(S )

(6)

po(:) = ,~(":/ ) t ,x).

(p ( ) = ( x- 1A(x )
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In equilibrium the hole current is zero so that:

,dp

-Jpe0 =- P - + q/p po0 (x) = 0 (9)
. .Peo. P dx

where &(x) is the electric field in the emitter.

Since .the material is degenerate for x- X d
,

19J
the generalized Einstein relation

-D kT 3, (tT) kT
PP ,, , -,o - 'f op y (10)

q q

has to be used. ~j(,) is the Fermi-integral of index

J and

q
- .. (EF - E )

kT

From (7), (9) and (10) it follows that:

kT 2 dn 1 dN

(x=-d ) _F

(11)

(12)
-q 1 ¥ ni dx N d x

It follows from (12) that the space-dependent ni

introduces a correction to the electric field

expression, described as a quasi-electric field by

Kroemer

If V 0 a hole current J is injected
EB pe

into the emitter. In order to emphasize the degeneracy



dp' 
J -- , . (13

*pe . ,+ pe .

where p' = p - po is the excess hole density.

From (12) and (13):

-J
pe

qD
P

dp' 2 dn 1 d N

dx= d_ _ _p
dx n dx N dx

(14)

Xote that at this stage the modified Einstein relation

dissapears if D (N) is known.p

I.ntegration of (14), with p'(xe) = 0 as

boundary condition, yields:

-p' (x)= ,- 2 (15)
-q N(x) J Dp ()n (~)

x p

If it is assumed that the emitter-base junction is

not degenerate, it follows from (15) that:

qVEB/kT

p'(O)= p (e
ne

. J
pe

'.r;(0

- 1)

xe N(T) nio

O Dp( ) ni o0 fl (i.

(16)
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:..'or: qVEB/kT
qn (e - 1) )......io " (17)

pe xe2 - .

5 D n( ?

Using the Moll-Ross relation fer J we finally
nb

find: Xe ND(n X n~io UIXe lio

LK WbN(~~~~)d~~ Wbd
5 [(t) F nD n~~~

= p i 0), , = - ~~~~~(18)w ~~~~~~~~~~w,b

jD LTc4) d
0 0

Where D and D represent appropriate mean values
n p

for D and D
n. P

Eq. (18) represents the main result of this

letter and it is interesting to compare it with the

Tannenbaum-Thomas expression which is exactly the

same except for the fact that in the new expression,

for x xd, the effective emitter charge is decreased

by the factor:

AE.
2 --/3 &/0

ni -- . (N /'_ Nd )
io. kT kT D d

- =e e

n2 (x)i

Expression (19) follows from (3). As a result the

gain is decreased and becomes sensitive to the

temperature.

...- -This effect is clearly shown in Fig.2.

represents a Gaussian donor profile with a surfac,

1 (19)

Curve I

e

_ . . /,7 . /14
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20 -3
. . ,'' '. concentration N = 5.102 0 cm 

3

and a diffusion depth

Xe = 2/m.

According to Tannenbaum and Thomas the

whole area beneath this profile adds effectively to

the emitter charge Q

Curves II, III and IV represent the "effective"

emitter profiles corrected by expression (19) for 250,

300 and 3500° respectively. These fictive doping

profiles enter the expression (lS) for calculation

of the effective emitter charge QE' It is obvious

from this figure that the effective emitter charge

is significantly reduced. The reduction decreases

with increasing temperature and is relatively more

important if the surface concentration is higher.

- From these facts it follows that for a fixed type of

diffusion profile, emitter width xe and base charge

QB a surface concentration exists 'where the emitter

efficiency is optimum. This is illustrated in Fig. 3

where the gain is calculated as a function

of N for a Gaussian profile, an emitter depth of
0

2/emn and pQB/ = 1012 cm -2. According to

Tannenbaua and Thomas, the gain should increase

monotonically with No. If degeneracy is taken into

19 -3
account the gain is optimum. for N = 4.10 cm for

-·~0
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this type of profile. For other profile types this

value may be different. For larger values of No the

effective emitter charge QE decreases and the gain

becomes more and nore temperature sensitive, in 2

agreement with the experiments described in ref. C4J

and [5] . It is also in agreement with the postulate

[3J
of Whittier and Downing that the emitter charge

19 -3
for ND> 10 cm is not effective anymore. However,

the reason here is not a low lifetime but the degeneracy

effect which creates a large aiding electric field,

thereby increasing the hole current J . It is
pe

possible that both effects act together.

More recent computer calculations taking

recombination and anomalous diffusion profiles into

account 2 confirm the results described in this

letter.

In conclusion we can say that an accurate

calculation of (y is only possible by taking the

degeneracy effect into account. Expression (13)

indicates that an optimum emitter doping profile

exists and confirms the experimental result that

a low temperature dependence of P requires a lightly

'doped emitter.
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Captions to the Figures

Fig. 1 (a) Donorprofile LD(x) in an emitter.

x = 0 corresponds to the base emitter

depletion layer boundary and x = x to

the emitter contact.

(b) Bandstructuro in the emitter. For

E' (x) > Nd the bandgap width E becomes
D d 

smaaller than E

Fig. 2 Curve I: Gaussian emitter profile.

Curves 11, III and iV represent thle

"effective" emitter profiles corrected by

expression (19) for 250, 300 and 350°0

respectively.

Fig. 3 Curve I: emitter efficiercy current gain

as calculated from the Tarnenbau.am-Tho mas

formula vs. surface concentration JIo for a

Gaus'siar: emitter profile.

Curves II, Iii and IV: calculated fro:n (13)

for 350, 300 ard 350 ° respectively.

Emitter dejth ; = 2 b:ra and DpQ /Dn
e /pB n
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